Subpart EE—Standards of Perform-
ance for Surface Coating of
Metal Furniture

SOuRCcE: 47 FR 49287, Oct. 29, 1982, unless otherwise
noted.

§60.310 Applicability and designation
of affected facility.

(a) The affected facility to which the provisions
of this subpart apply is each meta furniture sur-
face coating operation in which organic coatings
are applied.

(b) This subpart applies to each affected facility
identified in paragraph (a) of this section on which
construction, modification, or reconstruction is
commenced after November 28, 1980.

(c) Any owner or operator of a metal furniture
surface coating operation that uses less than 3,842
liters of coating (as applied) per year and keeps
purchase or inventory records or other data nec-
essary to substantiate annual coating usage shall
be exempt from all other provisions of this sub-
part. These records shall be maintained at the
source for a period of at least 2 years.

[47 FR 49287, Oct. 29, 1982, as amended a 50 FR
18248, Apr. 30, 1985]

§60.311 Definitions and symbols.

(@) All terms used in this subpart not defined
below are given the meaning in the Act and in
subpart A of this part.

Bake oven means a device which uses heat to
dry or cure coatings.

Dip coating means a method of applying coat-
ings in which the part is submerged in a tank
filled with the coatings.

Electrodeposition (EDP) means a method of ap-
plying coatings in which the part is submerged in
a tank filled with the coatings and in which an
electrical potential is used to enhance deposition
of the coatings on the part.

Electrostatic spray application means a spray
application method that uses an electrical potential
to increase the transfer efficiency of the coatings.

Flash-off area means the portion of a surface
coating operation between the coating application
area and bake oven.

Flow coating means a method of applying coat-
ings in which the part is carried through a cham-
ber containing numerous nozzles which direct
unatomized streams of coatings from many dif-
ferent angles onto the surface of the part.

Organic coating means any coating used in a
surface coating operation, including dilution sol-
vents, from which volatile organic compound
emissions occur during the application or the cur-
ing process. For the purpose of this regulation,
powder coatings are not included in this definition.

Powder coating means any surface coating
which is applied as a dry powder and is fused into
a continuous coating film through the use of heat.

Spray application means a method of applying
coatings by atomizing and directing the atomized
spray toward the part to be coated.

Surface coating operation means the system on
ametal furniture surface coating line used to apply
and dry or cure an organic coating on the surface
of the metal furniture part or product. The surface
coating operation may be a prime coat or a top
coat operation and includes the coating application
station(s), flash-off area, and curing oven.

Transfer efficiency means the ratio of the
amount of coating solids deposited onto the sur-
face of a part or product to the total amount of
coating solids used.

VOC content means the proportion of a coating
that is volatile organic compounds (VOC's), ex-
pressed as kilograms of VOC's per liter of coating
solids.

VOC emissions means the mass of volatile or-
ganic compounds (VOC's), expressed as kilograms
of VOC's per liter of applied coating solids, emit-
ted from a metal furniture surface coating oper-
aion.

(b) All symbols used in this subpart not defined
below are given the meaning in the Act and in
subpart A of this part.

Ca=the VOC concentration in each gas stream leaving the
control device and entering the atmosphere (parts per
million by volume, as carbon)

Cp=the VOC concentration in each gas stream entering
the control device (parts per million by volume, as
carbon)

Ci=the VOC concentration in each gas stream emitted di-
rectly to the atmosphere (parts per million by vol-
ume, as carbon)

Dc=density of each coating, as received (kilograms per
liter)

Dg=density of each diluent VOC-solvent (kilograms per
liter)

D,=density of VOC-solvent recovered by an emission
control device (kilograms per liter)

E=VOC destruction efficiency of the control device (frac-
tion)

F=the proportion of total VOC's emitted by an affected
facility that enters the control device (fraction)

G=the volume-weighted average mass of VOC's in coat-

ings consumed in a calendar month per unit volume of
coating solids applied (kilograms per liter)

Lc=the volume of each coating consumed, as received (li-

ters)

Lqg=the volume of each diluent VOC-solvent added to

coatings (liters)

L.=the volume of VOC-solvent recovered by an emission

control device (liters)

Ls=the volume of coating solids consumed (liters)

Mg=the mass of diluent VOC-solvent consumed (kilo-

grams)

Mo=the mass of VOC's in coatings consumed, as received

(kilograms)
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M,=the mass of VOC's recovered by an emission control
device (kilograms)

N=the volume weighted average mass of VOC emissions
to the atmosphere per unit volume of coating solids ap-
plied (kilograms per liter)

Qa=the volumetric flow rate of each gas stream leaving
the control device and entering the atmosphere (dry
standard cubic meters per hour)

Qv=the volumetric flow rate of each gas stream entering
the control device (dry standard cubic meters per hour)

Qs=the volumetric flow rate of each gas stream emitted
directly to the atmosphere (dry standard cubic meters
per hour)

R=the overall VOC emission reduction achieved for an
affected facility (fraction)

T=the transfer efficiency (fraction)

Vs=the proportion of solids in each coating (or input
stream), as received (fraction by volume)

»=the proportion of VOC's in each coating (or input
stream), as received (fraction by weight)

§60.312 Standard for volatile organic
compounds (VOC).

(@) On and after the date on which the initial
performance test required to be conducted by
§60.8(a) is completed, no owner or operator sub-
ject to the provisions of this subpart shall cause
the discharge into the atmosphere of VOC emis-
sions from any metal furniture surface coating op-
eration in excess of 0.90 kilogram of VOC per
liter of coating solids applied.

§60.313 Performance tests and compli-
ance provisions.

(a) Section 60.8(d) and (f) do not apply to the
performance test procedures required by this sub-
part.

(b) The owner or operator of an affected facility
shal conduct an initial performance test as re-
quired under 860.8(a) and thereafter a perform-
ance test each calendar month for each affected fa-
cility according to the procedures in this section.

(c) The owner or operator shall use the follow-
ing procedures for determining monthly volume-
weighted average emissions of VOC's in kilo-
grams per liter of coating solids applied (G).

(1) An owner or operator shall use the follow-
ing procedures for any affected facility which does
not use a capture system and control device to
comply with the emissions limit specified under
§60.312. The owner or operator shal determine
the composition of the coatings by formulation
data supplied by the manufacturer of the coating
or by an analysis of each coating, as received,
using Reference Method 24. The Administrator
may require the owner or operator who uses for-
mulation data supplied by the manufacturer of the
coating to determine the VOC content of coatings
using Reference Method 24. The owner or opera-
tor shall determine the volume of coating and the
mass of VOC-solvent used for thinning purposes
from company records on a monthly basis. If a

common coating distribution system serves more
than one affected facility or serves both affected
and existing facilities, the owner or operator shall
estimate the volume of coating used at each facil-
ity by using the average dry weight of coating and
the surface area coated by each affected and exist-
ing facility or by other procedures acceptable to
the Administrator.

(i) Cdculate the volume-weighted average of
the total mass of VOC's consumed per unit vol-
ume of coating solids applied (G) during each cal-
endar month for each affected facility, except as
provided under §60.313(c)(2) and (c)(3). Each
monthly calculation is considered a performance
test. Except as provided in paragraph (c)(1)(iv) of
this section, the volume-weighted average of the
total mass of VOC's consumed per unit volume of
coating solids applied (G) each calendar month
will be determined by the following procedures.

(A) Calculate the mass of VOC's used (Mo+Mg)
during each calendar month for each affected fa
cility by the following equation:
LaDciWoit Y Lg

de
i=1 j=1
(ZLgiDg will be O if no VOC solvent is added to the
coatings, as received.)
Where: n is the number of different coatings used during
the calendar month and m is the number of different dilu-
ent VOC-solvents used during the calendar month.

MotMg = Y

(B) Calculate the total volume of coating solids
used (Ls) in each calendar month for each affected
facility by the following equation:

Ls= Y LdVs
i=1
Where: n is the number of different coatings used during
the calendar month.

Select the appropriate transfer efficiency from
Table 1. If the owner or operator can demonstrate
to the satisfaction of the Administrator that other
transfer efficiencies other than those shown are ap-
propriate, the Administrator will approve their use
on a case-by-case basis. Transfer efficiency values
for application methods not listed below shall be
determined by the Administrator on a case-by-case
basis. An owner or operator must submit sufficient
data for the Administrator to judge the accuracy of
the transfer efficiency claims.

TABLE 1—TRANSFER EFFICIENCIES

Transfer
Application methods efficiency
M
Air atomized spray .. 0.25
Airless spray ........... .25
Manual electrostatic spray .60




TABLE 1—TRANSFER EFFICIENCIES—Continued

Transfer
Application methods efficiency
M

Nonrotational automatic electrostatic spray ........ .70
Rotating head electrostatic spray (manual and

QUEOMALIC) . .80

Dip coat and flow coat .90

Electrodeposition .95

Where more than one application method is used
within a single surface coating operation, the
owner or operator shall determine the composition
and volume of each coating applied by each meth-
od through a means acceptable to the Adminis-
trator and compute the weighted average transfer
efficiency by the following eguation:

n p

z z Lclszlka
i=1 k=1

T=

Ls

Where n is the number of coatings used and p is the num-
ber of application methods used.

(C) Cadculate the volume-weighted average
mass of VOC's consumed per unit volume of
coating solids applied (G) during the caendar
month for each affected facility by the following
equation:

Mo+Myg

LsT

(ii) Cdculate the volume-weighted average of
VOC emissions to the atmosphere (N) during the
calendar month for each affected facility by the
following equation:

N=G

(iii) Where the volume-weighted average mass
of VOC discharged to the atmosphere per unit vol-
ume of coating solids applied (N) is less than or
equal to 0.90 kilogram per liter, the affected facil-
ity isin compliance.

(iv) If each individua coating used by an af-
fected facility has a VOC content, as received,
which when divided by the lowest transfer effi-
ciency at which the coating is applied, results in
a vaue equal to or less than 0.90 kilogram per
liter, the affected facility is in compliance pro-
vided no VOC's are added to the coatings during
distribution or application.

(2) An owner or operator shall use the follow-
ing procedures for any affected facility that uses
a capture system and a control device that destroys
VOC's (eg., incinerator) to comply with the emis-
sion limit specified under §60.312.

§60.313

(i) Determine the overall reduction efficiency
(R) for the capture system and control device. For
the initial performance test the overal reduction
efficiency (R) shall be determined as prescribed in
©()() (A), (B), and (C) of this section. In subse-
quent months, the owner or operator may use the
most recently determined overall reduction effi-
ciency (R) for the performance test providing con-
trol device and capture system operating condi-
tions have not changed. The procedure in, (c)(2)(i)
(A), (B), and (C), of this section, shall be repeated
when directed by the Administrator or when the
owner or operator elects to operate the control de-
vice or capture system at conditions different from
the initial performance test.

(A) Determine the fraction (F) of total VOC's
emitted by an affected facility that enters the con-
trol device using the following equation:

insertillus0818A

Where

n is the number of gas streams entering the control device
and

m is the number of gas streams emitted directly to the at-
mosphere.

(B) Determine the destruction efficiency of the
control device (E) using values of the volumetric
flow rate of each of the gas streams and the VOC
content (as carbon) of each of the gas streams in
and out of the device by the following equation:

insertillus0819A

Where:

n is the number of gas streams entering the control de-
vice, and

m is the number of gas streams leaving the contol device
and entering the atmosphere.

(C) Determine overal reduction efficiency (R)
using the following eguation:

R=EF

(if) Calculate the volume-weighted average of
the total mass of VOC's per unit volume of coat-
ing solids applied (G) during each calendar month
for each affected facility using eguations in para-
graphs (c)()(i) (A), (B), and (C) of this section.

(iii) Calculate the volume-weighted average of
VOC emissions to the atmosphere (N) during each
calendar month by the following equation:
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N=G(1- R)

(iv) If the volume-weighted average mass of
VOC's emitted to the atmosphere for each cal-
endar month (N) is less than or equal to 0.90 kilo-
gram per liter of coating solids applied, the af-
fected facility is in compliance. Each monthly cal-
culation is a performance test.

(3) An owner or operator shall use the follow-
ing procedure for any affected facility which uses
a control device that recovers the VOC's (eg.,
carbon adsorber) to comply with the applicable
emission limit specified under §60.312.

(i) Calculate the total mass of VOC's consumed
(Mg+Mg) and the volume-weighted average of the
total mass of VOC's per unit volume of coating
solids applied (G) during each calendar month for
each affected facility using equations in paragraph
(©)(1)(i) (A), (B), and (C) of this section.

(ii) Calculate the total mass of VOC's recovered
(M) during each calendar month using the follow-
ing equation:

M=L.Dr
(iii) Calculate overal reduction efficiency of the
control device (R) for each calendar month for
each affected facility using the following equation:

M
R =

Mo+Mg

(iv) Caculate the volume-weighted average
mass of VOC's emitted to the atmosphere (N) for
each cadendar month for each affected facility
using eguation in paragraph (c)(2)(iii) of this sec-
tion.

(v) If the weighted average mass of VOC's
emitted to the atmosphere for each calendar month
(N) is less than or equal to 0.90 kilogram per liter
of coating solids applied, the affected facility isin
compliance. Each monthly calculation is a per-
formance test.

§60.314 Monitoring of emissions and
operations.

(a) The owner or operator of an affected facility
which uses a capture system and an incinerator to
comply with the emission limits specified under
§60.312 shall install, calibrate, maintain, and oper-
ate temperature measurement devices according to
the following procedures:

(1) Where thermal incineration is used, a tem-
perature measurement device shall be installed in
the firebox. Where catalytic incineration is used, a
temperature measurement device shall be installed
in the gas stream immediately before and after the
catalyst bed.

(2) Each temperature measurement device shall
be installed, calibrated, and maintained according
to the manufacturer's specifications. The device
shall have an accuracy of the greater of 0.75 per-
cent of the temperature being measured expressed
in degrees Celsius or +2.5°C.

(3) Each temperature measurement device shall
be equipped with a recording device so that a per-
manent continuous record is produced.

(b) The owner or operator of an affected facility
which uses a capture system and a solvent recov-
ery system to comply with the emission limits
specified under §60.312 shall install the equip-
ment necessary to determine the total volume of
VOC-solvent recovered daily.

§60.315 Reporting and recordkeeping
requirements.

(@ The reporting requirements of 8§60.8(a)
apply only to the initial performance test. Each
owner or operator subject to the provisions of this
subpart shall include the following data in the re-
port of the initial performance test required under
§60.8(a):

(1) Except as provided in paragraph (a)(2) of
this section, the volume-weighted average mass of
VOC's emitted to the atmosphere per volume of
applied coating solids (N) for a period of one cal-
endar month from each affected facility.

(2) For each affected facility where compliance
is determined under the provisions of
§60.313(c)(1)(iv), a list of the coatings used dur-
ing a period of one calendar month, the VOC con-
tent of each coating calculated from data deter-
mined using Reference Method 24 or supplied by
the manufacturer of the coating, and the minimum
transfer efficiency of any coating application
equipment used during the month.

(3) For each affected facility where compliance
is achieved through the use of an incineration sys-
tem, the following additional information will be
reported:

(i) The proportion of total VOC's emitted that
enters the control device (F),

(ii) The VOC reduction efficiency of the control
device (E),

(i) The average combustion temperature (or the
average temperature upstream and downstream of
the catalyst bed), and

(iv) A description of the method used to estab-
lish the amount of VOC's captured and sent to the
incinerator.

(4) For each affected facility where compliance
is achieved through the use of a solvent recovery
system, the following additional information will
be reported:

(i) The volume of VOC-solvent recovered (L),
and



(ii) The overal
achieved (R).

(b) Following the initial performance test, the
owner or operator of an affected facility shall
identify, record, and submit a written report to the
Administrator every calendar quarter of each in-
stance in which the volume-weighted average of
the total mass of VOC's emitted to the atmosphere
per volume of applied coating solids (N) is greater
than the limit specified under §60.312. If no such
instances have occurred during a particular quarter,
a report stating this shall be submitted to the Ad-
ministrator semiannually.

(c) Following the initial performance test, the
owner or operator of an affected facility shall
identify, record, and submit at the frequency speci-
fied in 860.7(c) the following:

(1) Where compliance with §60.312 is achieved
through the use of thermal incineration, each 3-
hour period when metal furniture is being coated
during which the average temperature of the de-
vice was more than 28 °C below the average tem-
perature of the device during the most recent per-
formance test at which destruction efficiency was
determined as specified under §60.313.

(2) Where compliance with §60.312 is achieved
through the use of catalytic incineration, each 3-
hour period when metal furniture is being coated
during which the average temperature of the de-
vice immediately before the catalyst bed is more
than 28 °C below the average temperature of the
device immediately before the catalyst bed during
the most recent performance test at which destruc-
tion efficiency was determined as specified under
§60.313. Additionally, when metal furniture is
being coated, all 3-hour periods during which the
average temperature difference across the catalyst
bed is less than 80 percent of the average tempera-
ture difference across the catalyst bed during the
most recent performance test at which destruction
efficiency was determined as specified under
§60.313 will be recorded.

(3) For thermal and catalytic incinerators, if no
such periods as described in paragraphs (c)(1) and
(c)(2) of this section occur, the owner or operator
shall state thisin the report.

(d) Each owner or operator subject to the provi-
sions of this subpart shall maintain at the source,
for a period of at least 2 years, records of &l data
and calculations used to determine VOC emissions
from each affected facility. Where compliance is
achieved through the use of thermal incineration,

VOC emission reduction

§60.316

each owner or operator shall maintain, at the
source, daily records of the incinerator combustion
chamber temperature. If catalytic incineration is
used, the owner or operator shall maintain at the
source daily records of the gas temperature, both
upstream and downstream of the incinerator cata-
lyst bed. Where compliance is achieved through
the use of a solvent recovery system, the owner or
operator shall maintain at the source daily records
of the amount of solvent recovered by the system
for each affected facility.

[47 FR 49287, Oct. 29, 1982, as amended at 55 FR
51383, Dec. 13, 1990]

§60.316 Test methods and procedures.

(a) The reference methods in appendix A to this
part except as provided under 8§60.8(b) shall be
used to determine compliance with §60.312 as fol-
lows:

(1) Method 24, or coating manufacturer's for-
mulation data, for use in the determination of
VOC content of each batch of coating as applied
to the surface of the metal parts. In case of an in-
consistency between the Method 24 results and the
formulation data, the Method 24 results will gov-
ern.

(2) Method 25 for the measurement of VOC
concentration.

(3) Method 1 for sample and velocity traverses.

(4) Method 2 for velocity and volumetric flow
rate.

(5) Method 3 for gas anaysis.

(6) Method 4 for stack gas moisture.

(b) For Method 24, the coating sample must be
a least a 1 liter sample in a 1 liter container taken
a a point where the sample will be representative
of the coating material as applied to the surface of
the metal part.

(c) For Method 25, the minimum sampling time
for each of 3 runs is 60 minutes and the minimum
sample volume is 0.003 dry standard cubic meters
except that shorter sampling times or smaller vol-
umes, when necessitated by process variables or
other factors, may be approved by the Adminis-
trator.

(d) The Administrator will approve testing of
representative stacks on a case-by-case basis if the
owner or operator can demonstrate to the satisfac-
tion of the Administrator that testing of representa-
tive stacks yields results comparable to those that
would be obtained by testing all stacks.



